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Filter: P5D09

Color: Light Grey
Material: Polycarbonate
VLT: 55%

Optical Density (OD):

OD 4+@1800-3000 nm
OD5+@1980 - 2550 nm

OD 6+@10600 nm

Available Frames
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Filter: PSD09 / P1D09

Transmission Curve
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Visual interpretation of data. Please refer to the OD specifications for the actual protection level.
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Shirley Gibbons
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Shirley Gibbon${Jan 27, 2024 10:30 CST)

Authorized Laservision Signature
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