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Filter: P5MO02

Color: Grey y
Material: Polycarbonate

VLT: 45%

Optical Density (OD):

OD9+@180-375nm

OD 4+ @1002 - <1020 nm
OD 6+ @1020 -<1030 nm
OD7+@1030-1070 nm
OD 6+ @1070-1080 nm
OD 4+ @>1080-1096 nm
OD 6+ @ 9000 -11500 nm
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Optical Density Filter: PSM02 / P1M02 Transmission Curve
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Visual interpretation of data. Please refer to the OD specifications for the actual protection level.
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